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LABORATORY REPORT

JOTUN PAINT ’ Report No.WLR14-11970
P.O Box: 3671 Sample No. WS14-6603/01
Dubai, UAE Report Date. 21/08/2014

Introduction: As per the request received from Mifs. Jotun Paints on 19" August 2014, the
sample of Paint was tested for chemical analysis

Sample description : Paint
Sample ID : Lady Design Diamonds
Sample recetved date : 190872014
Date tested 1 21/08/2014
Tested by : UK/RD
| Test | Method [ Unit | Result
Polychlorinated biphenyl{PCBS)
2-Chlorobiphenyl <Q0.1
2,3-Dichiorobiphenyl <0.1
2,2',5-Trichiorobiphenyl <01
2,2° 5-Trichlorobiphanyi <0.1
2,4',3,6-Tetrachlorobiphenyl <0.1
2,2',8 5'-Tetrachlorobiphenyl <0.1
2,3".4,4 -Tetrachlorobiphenyl <0.1
2,2',3,4,5-Pentachlorobiphenyl <0.1
2,2',4,5,5-Pentachlorobiphenyl USEPA 9079 mg/L <0.1
2,3,3',4',6-Pentachlorobiphenyi <0.1
2,2',3,4,4° . 5-Hexachlorobiphenyl <0.1
2,2’ 3,4,5,5-Hexachlerobiphenyl <0.1
2,2',3,5,5'8-Hexachlorobiphenyl < 1
2,2',4,4' 5,5 -Hexachlorobiphenyl <0.1
2,2',3,3",4,4' 5-Heptachlorobiphenyl <0.1
2,2°,3,4,4',5,5'-Heplachlorobiphenyl <0.1
2,2',3,4’15,5’.6-Heptachlorobiphenyl <0.1
2,2'3,3'4,X,5,5',6-Nonachiorobiphenyl <0.1
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